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Phiéu két qua thit nghiém nay thay thé Phiéu két qua thir nghi¢m s 00232BXD2/9 ngay 22/03/2022
This Test report replaces for Test report No.00232BXD2/9 dated 22/03/2022

1. Tén mau : GACH PORCELAIN 60 x 60
Name of sample

2. Mb ta mau : - MAu thtr nghiém do khach hang ldy mau, tén mau va thdng tin mau do
Description khach hang cung cap. / Testing sample was sampled by customer, sample
name and sample information were supplied by customer.
- 30 vién/ tiles
3. S6 lugng miu : 01

Quantity

4. Ngay nhan mau £ 25/02/2022
Date of receiving

5. Noi gii miu: CONG TY TNHH TOP TILE
Customer ~ KCN My Xuin A, phuing My Xudn, thj xi Phi My, tinh Ba Ria - Viing Tau

6. Thoi gian thir nghiém : 01/03/2022 —22/03 /2022
Testing duration

7. Phuong phap thir : TCVN 6415 : 2016 — Gach gém &p lat — Phuong phap thir
Test method

8. Két qua thu nghiém  : Xem trang/ See pages 02/03 — 03/03
Test results

TL. TRUONG PTN XAY DUNG TL. GIAM POC/ PP. DIRECTOR
PP. HEAD OF CIVIL ENGINEERING TRU’O’NG PHONG THi NGHIEM
TESTING LAB. -

S~

Trin Ngoc SAm

1. Cée két qua thir nghi¢m ghi trong phiéu nay chi cé gid trj d6i vdi miu do khach hing giri dén va khong phai 12 gidy chimg nhan san phim.
Test re. wh‘\ are valid for the namely ir.'hmmu.'\umph (s) enly, and this is net a certificate of product.
2. Tén mau, tén khich hing dU\I‘\. ghi theo yéu ciu ciia noi giri miu, ! Name of sample(s) and customer are written as customer s reque. st
3. B khong diam bio do mé rgng duge tinh tir dg khong dam bie do chudn nhin véi hé sé phi k = 2, phin bo chuin twong {mg véi 95 % d9 tin cdy.
The reported e l.()(.’ll(iag(Iltﬁ((.’fﬂ””i ufrmmltrtm nt is stated as the standard uncertainty n,ﬁuumnumnrH.’ln’!lphed by the coverage factor k = 2, at 935 % confidence level,
4. Khéng duge trich sao mét phan phiéu két qui thir nghi¢m nay néu khéng c6 sy dong y bing van bin cta Trung tim Ky thudt 3.
This Test R{pw!.s.’mh' not be reproduced, except in full, without the written permission by Quatest 3.
5. Moi thic mic vé két qua khich hang lién h¢ theo dja chi dh.cs@quatest3.com.vn v rq. tn@quatestd.com.vn dé biét thém thong tin.
Please contact Quatest 3 al the email addresses dh.cs@quatest3.comyn and rq.in@quatest3.com.vn for further information about fest report .

Lan stra ddi: 1 BHI5 (04/2020) MO03 — TTTN09
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Két qua thir nghi¢m
Tén chi tiéu 1 o Bla
s Test result
Characteristic — - ‘ : : : —
12 3 | 415 6 | 7 | 8 9 | 10
1. Kich thudc canh/ Dimension of side, mm
Trung binh/ Average 6004 600.5 6004 6005 6004 600.4 6004 6004 6004 600,5
Trung binh cua 10 :'nau ! 600.4
Average of 10 specimens - 7 B
D6 léch/ Deviation , % 0,00 002 0,00 002 000 000 0,00 0,00 000 0,02 | £0,50
2. Chidu day/ Thickness, mm
Trung binh/ Average 96 96 95 93 95 94 95 94 94 94
Trung binh ctia 10 mau 0.8
 Average of ten specimens ‘ ) ’ )
DG léch/ Deviation , % 105 1,05 0,00 2,11 0,00 -1,05 0,00 -1,05 -1,05 -1,05| %5
3. Do vudng goc/ Rectangularity
P léch/ Deviation , % 04 015 0,13 0,14 015 015 014 015 0,15 0,15 | +0,60
4. Do thing canh/ Straightness of sides
bo 1éch/ Deviation , % 1 0,01 0,01 0,0l 0,0 -0,01 0,01 001 -0,01 0001 00l ]| +0,50
5. PO phing mat/ Surface flatness
A A 1 . 0 I | - B |
BEvCAlLEoR, 0,07 008 006 007 006 007 007 007 006 008 | *0,50
Warpage | | | :
5 vé 0 | | ‘ ‘ |
Do vénh cquh, % 0,07 0,06 009 007 007 008 009 008 009 0,08 ] 0,50
 Edge curvature | | ‘ ) ; ; e
Do vénh trung tam, % | : i f 1 ‘ : )
0,09 | 0,11 0,08 0,12 0,13 | 0,12 0,13 | 0,10 0,09 | 0,08 | £0,50
Centre curvature ‘ | | | ‘ | i
FET I 2 \ ! ! ‘ | ! \ ! '
5. Pighan ubn, /oo 42,5 40,0 394 | 42,8 414 43,0 402 39,8 394 432 | min32
Modulus of rupture 1 ; | 1 | i
2 \
Trung binh, N/mm | 41,2 min 35
Average | - . ‘ . :
A o ‘ : . | 5
Live ucn gay, N 2190 2020 1990 | 2210 | 2090 2220 2030 1960 1940 2230 | KQB
~ Breaking strength _ | 1 | \ \ |
Trung binh, N 2090 KQD
Average
P o G i * | ]
7. D6 hut nudc, /o 009 | 0.07 - 0,11 \ 0,09 0.10 E<0,6
Water absorption ; | | : )
E
; 0 0,09
Trung binll/{lverage, % ) | ; <05
3. DO mai mon bé mit/ Resistance to surface abrasion KQDb
- : ) 4
I. Céic két qua thir nghi¢m ghi trong phiéu nay chi cé gi4 tri déi vdi mau do khdch hang giri dén va khdng phai la gidy chimg nhin sin pham.
Test n\u.’fs are valid for the namely submh’l‘u.’mlr.’ph(\) only, and this is not a certificate of product,
2. Tén miu, tén khich hing duge ghi theo yéu ciu cia noi giri miu. / Name of \ulﬂ.l)l't(b} and customer are writfen as customer § reques.
3, Po khang dam bao do mé rgng duge tinh tir ¢ khong dim biao do chuan nhan vai hg sb phit k =2, phin b6 chudn fuong (mg vai 95 % dg tin ¢dy.
The reported expanded uncertainty of me asurcment is state d as the standard uncertainty of measwrement multiplied by the coverage fuctor k = 2, at 95 % confidence level.
4. Khong duge trich sao mt phan phieu két qua thir nghi¢m ndy néu khéng c6 sy dong y bing viin ban ciia Trung tim Ky thuit 3.
This Test h'f/)ml shall not be reproduced, except in full, without the mn‘rcupummmn by Quatest 3.
5. Moi thic mic vé két qua khich hing lién hé theo dja chi dh.cs@quatestd.com.vn v rq.in@quatestd.com.vn dé biét thém thang tin.
Please contact Quatest 3 at the email addresses dhes@quatest3.comyn and rg.in@quatesi3.com.yn  for further information about test report .

Lin sura déi: 1 BHI5 (04/2020) MO3 - TTTNO9
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Két qua thir nglnem o

Tén chi tiéu Bla
Test result
Characteristic ; ; S : !
] 2 | 3 g 5 6 7 | 8 9 10
Gial doan mai xuat hién sy pha huy, ; -
V{)ﬂo ‘ 900
Abrasion stage at which visiual failure
_occuuedrevo[uﬁg;}__ R -
Cap/ Class , m
9 DQ bén chong bam bam’ Resistance to staining min 3
18t lodine i 5 | 5 | s | 5 | 5
. Dau 0 liv/ Olrve oil | 5 3 5 5 5 5
10 DQ ben héa chat/ Resistance to chemicals
Hoéa pham dan dung va Mum héd boi/ Household chemicals and . Swrmmmg pao! salts min GB
NH,/CI 100 gL GA | GA GA ‘GA | GA
NaHCIO 20 mg/L ‘ GA | GA GA ~ GA ___f___ GA
A xit va kiém ndng do thip/ Low concentration of acids and alkalis KQb
HCI3 % ‘ GLA ‘ GLA ! GLA | GLA | GLA
 Axit citric/citric acid 100 g/L ; GLA | GLA GLA GLA GLA
KOH 30 g/L ~ GLA GLA GLA GLA GLA |
A xit va kiém ndng dd cao/ Hrgh concentration of acids and alkalrs KQD
HCI 18 % GHA GHA GHA : GHA ‘ GHA |
~ Axit lactic/Lactic acid 5 % GHA ~ GHA GHA | GHA 3 GHA
KOH 100 g/L. ~ GHA = GHA GHA = GHA = GHA |
L1. DB bén ran men, Khéng nat ‘ Khong nit Khong nit ~ Khéng nit ~ Khoéng niit | Khong
Cr azmg resistance | Nocrazing | Nocrazing | Nocrazing = Nocrazing — No crazing nirt
[2. D6 gidn nd am, mm/m (%) ol \ |
0.00 (0,00 0,00 (0,00) | 0,00 (0,00 ,00 (0, : 0/(0,
,‘Lfni.\f){}(). p.’rnnn.vmn | . ( ) ! - 1( ) I '001(0 ) 0 (.00) L 0’0_ |(O 00) _KQE
13. Bd bén sdc nhiét, ! bat 10 chu ky 10
Resistance to thermal shock I Passed afier 10 cycles chu ky
14, He sd gian dai nhigt, 10°/°
G gidn dai nhiét, FO C 3.83 "t
Linear thermal expansion | -
1 5. Chat lugng bé mit, 100 % (Phan tram vién gach khong bi khuyet tat/ Percentage of tiles min
S“;jhcg q“a[fty without defécfs) 95,0
Ghi chii/ Notice : KQDB: khong qui dinh/ Not required; TB: Trung binh/ Average
Bla: Mtrc chi tidu chét lugng theo TCVN 7745: 2007(ISO 13006:1998) - Gach gém &p 14t ép ban khé — Nhém Bla
Quality criteria was specified in TCVN 7745 : 2007(ISO 13006: 1998 )— Dry pressed ceramic tile — Group Bla
Kich thude [am viée bing kich thude trung binh cic vién mau
The work size is an average of the dimension of specimens
Thay di thong tin sau theo yéu ciu ciia khach hang qua cong vin ngay 10/06/2022
The information was changed according to customer's official dispatch dated 10/06/2022
Noi dung/ ltem Ban daw/ Initial Thay doi/ Change as
Noi giri mav/ Customer Cong ty TNHH gach men Hodng Gia Cong ty TNHH Top Tile
1. Cic két qua thir nghi¢m ghi trong phiéu nay chi c¢6 gid trj di vai miu do khach hang giri dén va khéng phii 14 gidy chimg nhin san pham, §
Test re, su.fh are valid for the namely mhfmr[u.'uunph(\) only, and this is not a certificate of product.
2. Tén miu, tén khich hing duge ghi theo yéu cau cia noi giri mauw. / Nane of sample(s) and customer are writlen as customer ¥ regie. st
3. Pj khing diam bio do mé rgng duge tinh tir d¢ khéng dim bio do chuin nhin véi hé s6 phi k= 2, phin bé chuin tuong tmg v6i 95 % d0 tin cdy.
The reported expanded unce u‘nmn n_,’munmum nt is stated as the standard uncertainty u,fnmnnmnm.' um!np:'mf by the coverage factor k = 2, at 95 % confidence level,
4. Khong duge trich sao mot phan phi¢u két qua thir nghigm niy néu khéng cé sy dong ¥ bing vin ban cia Trung tim Ky thudt 3.
This Test Rtpmrsfm.f.' not be reproduced, except in full, without the written permission by Quatest 3.
5. Moi thic mic vé két qua khich hing lién h¢ theo dia chi dh.csf@quatest3.com.vn vi rq.in@quatestd.com.vn 1 dé biét thém thing tin.
Please contact Quatest 3 al the email addresses dh.cs@quatestd.comvn and rqtn@quatest3.comyn  for further information about test report .
Lan sira ddi: 1 BHI15 (04/2020) MO03 — TTTNO9




